
NANO EXPRESS

Synthesis and Electrochemical Sensing Toward Heavy Metals
of Bunch-like Bismuth Nanostructures

Zhi Zhang • Ke Yu • Dan Bai • Ziqiang Zhu

Received: 16 October 2009 / Accepted: 16 November 2009 / Published online: 28 November 2009

� The Author(s) 2009. This article is published with open access at Springerlink.com

Abstract Large-scale bunch-like bismuth (Bi) nano-

structures were the first time to be synthesized via two-step

electrochemical deposition. The growth mechanism of the

nanostructures was discussed. Such a designed bunch-like

Bi electrode has high sensitivity to detect the heavy metal

ions due to its unique three-dimensional structures and

strong ability of adsorbing the heavy metal ions. The

bunch-like Bi electrode’s detection of heavy metals was

statically performed using anodic stripping voltammetry

(ASV). The detection in the Pb(II) concentration range of

2.5–50 lg/l was also performed. Based on the experimental

results, this bunch-like Bi electrode can be considered as an

interesting alternative to common mercury electrodes and

bismuth film electrodes for possible use in electrochemical

studies and electroanalytical applications.
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Introduction

Mercury electrode has gained wide acceptance for the

electrochemical stripping analysis of heavy metal. How-

ever, the toxicity of mercury and its difficulties in handling,

storage, and disposal may severely restrict its use as an

electrode material [1–5]. Recently, a bismuth electrode as a

favorable replacement for a mercury electrode has been

introduced, because of behavior similar to the mercury

electrode and the environmentally friendly nature of bis-

muth [6–10].

To date, the research of the bismuth electrode mainly

focused on the bismuth film electrodes (BiFEs) [11–16].

However, the three-dimensional nanostructures with large

specific surface area and high surface free energy, which is

superior to the film in the chemical sensor applications,

have aroused much attention in recent years. In addition,

electrochemistry offers convenient and elegant techniques

for the fabrication of nanostructures [17, 18]. The proper-

ties of these nanostructures can be controlled by their

electrochemical potential, a variable that is not available in

vacuum or in air. Therefore, a three-dimensional ordered

bismuth electrode formatted via the electrochemistry

method should be an ideal electrode for effectively

improving the properties of detecting heavy metal ions.

Herein, a new self-organized morphology of Bi (the

bunch-like Bismuth) is the first time to be prepared by a

two-step template synthesis using electrodeposition. The

growth habits and growth mechanism of this electrode

were discussed. On account of the unique structure, this

morphology of bismuth has been at the first time studied as

an electrode, which has a good performance to detecting

the heavy metal ions.

Experiment

Reagents

The electrolyte solution contained 20 g/l BiCl3, 50 g/l

tartaric acid, 95 g/l glycerol, and 70 g/l NaCl at room

temperature. The pH of the solution was strictly controlled

at a value of 2 by the addition of nitric acid. Stock solution

of 0.01 M Pb2?, Cd2?, Hg2?, Cu2? was prepared by
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dissolving Pb(NO3)2, Cd(NO3)2, Cu(NO3)2, HgCl2
(Shanghai Reagent Corporation, China) in deionized water

and then diluted to various concentrations of working

solutions. 0.2 M HAc-NaAc buffer solutions (pH: 4.4)

were used as the supporting electrolyte for heavy metal

determination.

Apparatus

All electrochemical experiments were performed with a

CHI660C (Chen Hua Shanghai, China) workstation at

room temperature, employing a three electrode system

consisting of a saturated calomel electrode (SCE) reference

electrode, an alumina/Au composite working electrode

(with diameter of 4.0 mm), and a Pt wire counter electrode.

Mesh-like thin Au layer only covering the surface of the

membrane and still leaving the pores open was sputtered on

one planar surface side of the AAO template to make the

surface electrically conductive, and a Cu wire was con-

nected to the Au layer with Ag paint. The Au side and

edges of the alumina template were then insulated with

clear nail polish to ensure the electrodeposition could only

occur on the other side of the AAO.

Preparation and Analytical Procedure

A potential of -1.5 V was applied between cathode and

anode. The pulse time was 0.4 ms and the time between

pulses was 0.8 ms. After deposition of 40 min, the nano

bismuth electrode array was fabricated. Step 2: a potential

of -2.5 V was applied, the bunch-like Bi microstructures

were fabricated, respectively. SWASV was performed

under the following conditions: Edep, -1.1 V for 60 s; Esw,

25 mV; Estep, 5 mV; f, 50 Hz; scan range, -1.2–0 V.

Results and Discussion

Typical scanning electron microscopy (SEM) and the

transmission electron microscopy (TEM) images of the as-

synthesized products are given in Fig. 1. Figure 1a shows

the image of Bi nanowire arrays fabricated by pulsed

electrodeposition. The Bi nanowires embedded in anodic

alumina membrane (AAM), and gradually, the nanowires

began to grow out of the AAM. High filling, ordered, and

uniform Bi nanowires were produced in the AAM. Fig-

ure 1b shows the SEM image of bunch-like Bi electrode,

which was synthesized via two-step electrochemical

deposition. From the SEM images, we can find that they

are mostly bunch-like. It indicates that large-scale bunch-

like superstructures composed of many nanowires with a

diameter of about 100 nm can be obtained under the

present experimental conditions. Some Bi nanowires bent

down and get together on the top, which causes a large

space in the middle. Meanwhile, the nanowires have their

ends assembled that fabricates like bunches. The space

among bunches like a nest can be seen from the high-

magnification SEM image (the inset in Fig. 1b), and the

diameter of the nest is about 10 lm. Figure 1c is the rep-

resentative TEM image of Bi nanowires with a diameter of

100 nm. The inset of Fig. 1c shows that the inter planer

spacing is about 0.23 nm corresponding to the lattice

fringes of (110) planes, which further confirms that the

nano Bi electrodes are grown along the [110] direction,

which is consistent with the XRD result. Figure 1d illus-

trates the XRD pattern of the as-grown products. Most of

the peaks are indexed to the typical hexagonal rhombcen-

tered phase bismuth (JCPDS No. 05-0519). The sharp and

narrow XRD peaks indicate that the bunch-like Bi have

good crystalline order, and the peak at 2h = 27.1�, 38.0�,

39.7�, are very strong when compared with other peaks,

indicating a highly preferential orientation of the nano-

wires, respectively, along the [012], [104], and [110]

direction, indicating that the resultant products are highly

crystallized elemental bismuth with a high purity under the

current synthetic conditions.

We supposed the growth mechanism of the bunch-like

Bi as follows: at the beginning of deposition, Bi nanowires

embedded in the AAM were fabricated by pulsed electro-

deposition. After the nanowires grew out of the mem-

branes, the Bi nanowire array formed the nano electrode

array, which acted as the cathode in the following depo-

sition. We conjectured the reason that leads to the nano-

wires changing into bunch was principally attributed to the

electric field. When a vertical electric field was applied to

Bi nano electrode array, the nanowires were all bent down,

all the neighboring nanowires had their ends assembled and

knitted together from different orientations, forming the

bunches and the nests of the bunch-like bismuth micro-

structure. The growth of these Bi nanoparticles proceeds to

nanowires, self-assembly, and finally to the bunch-like

bismuth, which is depicted in the Fig. 2.

Figure 3a shows square wave anodic stripping voltam-

mograms (SWASVs) of the heavy metal ions (Pb2?, Cd2?,

Cu2?, Hg2?) at the bunch-like bismuth electrode. Com-

pared with the voltammogram of the electrode in pure

supporting electrolyte (green line), all the heavy metal ions

show well-defined anodic peaks at the bunch-like bismuth

electrode (red line). The peak potential of Cd2?, Pb2?,

Cu2?, and Hg2? at the bunch-like bismuth is -0.81, -0.58,

-0.30, and -0.19, respectively. When comparing the

anodic stripping voltammetry measurements of the same

trace heavy metals obtained at the in situ prepared bismuth

film electrodes (BiFEs) and the bunch-like bismuth under

the same conditions, it is observed that anodic peak current

of the heavy metals at the bunch-like bismuth electrode
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have a little negatively shift, respectively [19]. The nega-

tive shifts in the anodic peak potentials of the heavy metals

indicate that the oxidation of the heavy metals at the

bunch-like bismuth electrode is thermodynamically more

favorable. The increases in anodic peak current are attrib-

uted to difference in the crystalline structure or in the

morphology (roughness) of the BiFE and the bunch-like

bismuth surfaces. This may affect the preconcentration

efficiency at the bunch-like bismuth electrode, which is

assumed to contribute to its relatively lower stripping

voltammetry response. As an example, Pb(II) at different

concentrations ranging from 2.5 to 50 lg/l was measured

in the acetate buffer using the bunch-like Bi nanoelectrode,

which was illustrated in the Fig. 3b. The corresponding

calibration plot for Pb(II) was linear over the range of 2.5–

50 lg/l (R2 = 0.992), as shown in Fig. 3b, which reveal

the high correlation between the peak current recorded and

the concentration of metal in the sample.

In principle, the analysis of heavy metal ions (take Pb2?

for example) using ASV method has three main steps,

including accumulation, electrochemical reduction, and

stripping out. The combination of accumulation and

reduction prior to the stripping detection process can

enhance both the sensitivity and the selectivity of the

analysis of metal ions. The efficiency of the first two steps

plays a great role in the entire analysis. The use of the

bunch-like Bi electrode with a porous nanostructure can

greatly promote the surface area and high surface-free

energy, which is beneficial for the adsorption of the metal

ions. Accumulation of Pb2? on bunch-like Bi electrodes at

Fig. 1 a SEM image of Bi

nanowires embedded in AMM

and grown out of the

membranes. b SEM image of

the bunch-like Bi composed of

Bi nanowires. The inset shows

the nest formed by the

nanowires. c TEM image of

individual Bi nanowires

embedded in the AAM. The

inset shows the corresponding

lattice fringe image. d Typical

XRD pattern of the prepared

bunch-like Bi electrode

Fig. 2 Schematic for the synthesis of bunch-like bismuth that can be

achieved via two-step electrodeposition. a Sputtering a mesh-like Au

layer (the yellow layer) on one planar surface side of the AAM (the

deep blue layer). b Electrodepositing bismuth (the light green rods)

into the AAM, the bismuth begin to grow out of the membranes. c DC

deposition continued, the nanowire became longer and thinner. d The

neighboring nanowires had their ends assembled and knitted together

from different orientations
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open-circuit potential was performed by immersing the

electrode into the stirred Pb(NO3)2 solution (300 rpm) for

8 min. In this step, lead ions can combine with the wall

fabricated by enormous Bi nanowires on the electrode

surface after accumulation. The Pb2? deposited on the

electrode under cathode potentiostatic conditions (-1.1 V)

for a defined time period (60 s). Finally, the accumulated

lead ions were stripped off the electrode and the stripping

current was measured. The diagrammed illustration is

presented in Fig. 4.

Conclusions

In summary, we have successfully fabricated a single-

crystalline bunch-like Bi nanostructure using a two-step

electrodeposition in anodic alumina membranes for the first

time. We have demonstrated that the stripping voltam-

metric performance of this bunch-like bismuth electrode

compares favorably with that of common mercury-based

electrodes. The higher sensitivity of the bunch-like bismuth

electrodes makes it suitable for detecting metals more

sensitive than other bismuth electrode.
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